Contents

4 Abstracts in Polish

8 Comparative Advantage of Textiles and Clothing: Evidence for Top Exporters
in Eastern Europe
N. D. Yilmaz, H. S. Karaalp Orhan

14  Policy of Active Support for Modern Design and Fashion in the Textile and Clothing Sector
and Its Influence on Regional Competitiveness (In the Global, European, and Regional Contexts)
Z. Wysokinska

23 Material Characterization of Roselle Fibre (Hibiscus sabdariffa L.)
as Potential Reinforcement Material for Polymer Composites
R. Nadlene, S. M. Sapuan, M. Jawaid, M. R. Ishak, L. Yusriah

31 Physicochemical and Mechanical Properties of Different Morphological Parts
of the Tea Tree (Melaleuca alternifolia) Fibres
R. Jammy, S. Japara, M. Kamal, M. Shah

37 Nature Cellulose Fibre Extracted from Different Cotton Stalk Sections by Degumming
L. Li, L. Zhao

41 Antioxidant Activity of Fibres Originating from Traditional Varieties of Polish Flax Plants
M. Zimniewska

48 Formation and Antibacterial Property Analysis of Electrospun PVA Nonwoven Material
with a Small Amount of Silver Nanoparticles
S. Pupkeviciuté, E. Adomaviciiité, A. Pavilonis, S. Stanys, 1. Prosycevas

55 Evaluation of the Correlation between the Structure and Quality of Compact Blend Yarns
W. Li, X. Su, Y. Zhang, C. Xie, Q. Wei

68 Development of a Weaving Method for Spatial Two-Layer Innovative Structure Linen Fabric
E. Kumpikaiteé, L. Kot

72  Dynamic Behaviour of Various Fibre Systems During Impact Interaction — Numerical Approach
P. Baranowski, J. Matachowski, T. Niezgoda. £. Mazurkewicz

83  Analysis of the Mechanical Properties of Woven Fabrics from Glass and Basalt Yarns
S. Kovacevié¢, S. Brnada, P. Dobnik Dubrovski

92 1D and 2D Shape Descriptors Applied in Fabric Drape Computer Simulation
H. Gabrijelcic Tome, A. Hladnik

102  Structural Changes in Fibrous Ballistic Materials During PACVD Modification
M H. Struszczyk, W. Domagata, A. K. Puszkarz, B. Wilbik-Halgas, M. Cichecka,
S. Sztajnowski, M. Puchalski, M. Miklas, 1. Krucinska

116 Low-Formaldehyde Hydrophobic Cum Crease Resistant Finishing of Woven Silk Fabric
Z. A. Raza, F. Anwar

120  Assessment of Eco-Friendly Natural Antimicrobial Textile Finish Extracted from Aloe Vera and Neem Plants
M. Ayyoob, M. F. Khurshid, M. Asad, S. N. H. Shah

125  Antifungal Microcapsules of Ethyl Cellulose by Solvent Evaporation and Their Application to Cotton Fabric
G. Erkan, M. Sariisik

131  Numerical Study of the Effect of a Natural Convective Boundary Layer around
the Human Body on the Transfer of Heat through a Textile Structure
R. A. Angelova, J. M. de Bujanda Carasusan, P. Stankov, M. Kyosov

138  Preliminary Evaluation of Airlaid Nonwovens with Superabsorbent for Use in Protective Footwear:
Tests Involving a Thermal Foot Model and Climatic Chamber
E. Irzmanska, J. Dutkiewicz

143  Chemical Purity of Biodegradable Medical-Grade Fibres of Aliphatic Copolyesters
K. Gzyra-Jagiela, J. Jozwicka, A. Gutowska, K. Twarowska-Schmidt, D. Ciechanska

150 Impact of Male Body Posture and Shape on Design and Garment Fit
S. Petrak, M. Mahnic, D. Rogale

159 Optimisation of Selected Components of a Roller Carding Machine in the Aspect
of Improving their Cooperation Quality
P. Danielczyk, J. Stadnicki

170  Information for Authors. Advertising and Subscription Information

General information: 4th EPNOE International Polysaccharide Conference - cover II, Textile Reserch Insti-
tute - Scientific Depart. p. 22, IBWCh - p. 30 & 124, IBWCh - Laboratory of Environmental Protection p. 36, IBWCh
- Laboratory of Paper Quality p. 40, IBWCh- Laboratory of Biodegradation p. 47, University of Bielsko-Biala
p. 54, IBWCh - Laboratory of Metrology p. 67 & 91, IBWCh - Team of Synthetic Fibres p. 81, 24th IFATCC World Congress
p- 115, FILTECH p. 142, Aachen-Dresden International Textile Conference 2015 p. 165, 4th EPNOE International Polysac-
charide Conference p. 166 - 168, Asia Apparel Expo Berlin 2016 p. 169, The 90th Textile Institute World Conference - cover III.

2 FIBRES & TEXTILES in Eastern Europe 2015; Vol. 23, No. 6 (114)



